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SI01-1

Material and Engineering Laboratory-Kaohsiung

Test Report OO O A
Report No. 1 KV-22-03594

Page No. | OF
Date of Report @ Jun. 09,2022

sl

Inclusive Shield EST
Prince Mohammad Bin Fahad Road Po Box 73414 Dammam Saudi Arabia

Product Name Provision Premium

Product Type Thin Film Coating

Product Color Transparent

Manufacturer PT NANOMATRIX LAB INTERNASIONAL
Buver/Order No. PT NANOMATRIX LAB INTERNASIONAL

Product Submitted By PT NANOMATRIX LAB INTERNASIONAL
Date of Sample Received May 09, 2022

Date of Testing May 09, 2022~Jun. 09,2022
Remark The information mentioned in the above section and the following

report content marks # are provided by Client.
(Exclude Sample Name. Sample Submitted By, Test Witnessed By,
Test Method, Number of test, Date of Sample Received and Date of Testing)

The laboratory tests according to the test requests and samples provided by client. and the results are as follows:
Test Request : Pencil Hardness
Test Method © Please see attached pages

Test Result : Please see attached pages

The required specification(s) offered in this test report is/are for reference only.
The conformity judgment is at the Applicant's final verdict.

This document is issuad by Ilsry (‘tlnluan[y subject to its General Conditions of Service printed overleaf, available on request or acy le at hiip/www.sos.com.twiTerms-and: Cu-|<1_\51|:|§ and, for
elecironic format documents Sub]“th o Terms and Conditions for Electronic Documents at l," "{www sps.com.iwTermssapd-Conditigns. Aftention is drawn lo the limitation of |I2bl|[[

indemnification ani sdic defined therein, Any holder of this document is advised that information contained hereons&flects the Company's findings at the time of ils intervention oni y
and within the limits of Ci tions, if any. The Company's sole responsibility is to its Client and this document does not exonerate parties 10 a transaction from exsrcising all their rights
documents, This document cannot be reproduced except in full, withoul prior written approval of the Company. Any unautharized alteration, forgery or

and obligations under tha tran:
falsification of the content or app ce of this document is unlawiul and offenders may be prosecuted to the fullest axtant of the lsw, Unless otherwise staled the rasults shown in this test report Ly
refer anly to the sample(s) tested. . = =
[£]
No.61, Kai Fa Ad., Nanzih Disticr, Kaohsiung City 811637, Taiwan /81 153?,n1ﬁ§mﬁ*¢r:ﬁxas 2615%
& M e R AL N 4 A R 8] t (BBE-7) 301-2121 f [BEB-7| 301-11B5
Member of 365 Group daisy-tw huang
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SI01-2

Material and Engineering Laboratory-Kaohsiung

Test Report 0 OO A
Report No. @ KV-22-03594

Page No. . OF 3
Date of Report : Jun. 09,2022
Test Equipment :

Name Brand Model

Motorized Pencil Hardness Tester Prema P-247

Lab Environmental Conditions :
Ambient Temperature : (23 +2)°C
Relative humidity : (50=10)%

Test Method :
Refer to ASTM D3363-20 Standard Test Method for Film Hardness by Pencil Test

Test Conditioning :
Test Loads @ 1000 g

Test Result -

Test Result

Test Item T i
Provision Premium

Pencil hardness
Scratch HB
Gouge oH

Note : 1.The testing specimens are made and provided by client.

2.Test location is the same as the laboratory address.

The required specification(s) offered in this test report is/are for reference only.
The conformity judgment is at the Applicant's final verdict.

This document is issued by the Company subject to its General Conditions of Service printed overlzaf, avallable on request or accessible at_hitp:/lwww.sgs.com.twiTerms-and-Conditions and, for
electronic formal documents, subject fo Terms and Conditions for Electronic Documents at hitp:/lwww.sgs.com.iw/Terms-and-Conditions. Attention is drawn to the Iumntalmn ol ||ab|||l;r
indemnification and |L|r|5d|c:t|on issues defined therein. Any holder of this document is advised that information contained hereon reflects the Cnmpanys findings at the time of its intervention only
and within tha limits of Client's instructions, if any. The Company's sole resgﬂnmblll ty is to its Client and this document does not exonerate parties to a transaction from exercising all their rights
and obligations under the ransaction documents. This document cannot be reproduced except in full, without prior written apFrouaI of the Company. Any unauthorized alterstion, forgery or

falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extant of the law. Unless otherwise stated the results :,hnwn in this tesl repon
refer only to the sample(s) tested. AT
I &= J
nl Mo.61, Kai Fa Rd., Nanzih District, Kaohsiung City 811637, Taiwan /81 1637 S ok R R St ige 158
ERLE L i) 19. Hx{"‘fﬂ & | t(BBE6-7)301-2121 f [BBE-7) 301-1165 WWW.505.COM. Iw
Member of SBS Group dals)‘-lw huang
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SI01-2

Material and Engineering Laboratory-Kaohsiung
Test Report M 0T
Report No. » KV-22-03594
Page No. W3 OF 3
Date of Report : Jun. 09.2022

Sample Photo :

Sample Photo - After Test

=== 000 -----

The required specification(s) offered in this test report is/are for reference only.
The conformity judgment is at the Applicant's final verdict.

This document is issued by the Company subject to its General Conditiens of Service printed overl ‘-‘. lable on request or ble at hitpu/iwww.sgs.com.twTems-and-Conditions and, for
electronic format documents, subject to Terms and Conditions for Electronic Docurnants at Attention is drawn to the limitation of Ilahllj

indemnification and ]LEI'ISdIGl!UI'I issues defined therein. Any hoider of this document is advised that in Drma{-nn contained hereon reﬂecis the Companys findings at the time of its intervention cny
and within the limits of Clienl’s instructions, if any. The Company's sole responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their righls
and obligations under the transacfion documenls This document cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or
falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Unless otherwisa stated the rasulls shown i |n lhls hes report
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refer only to the sample(s) testad, C r
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SI03-1

Material and Engineering Laboratory-Kaohsiung

Test Report (A 0
Report No. t KV-22-03593

Page No. | OF
Date of Report : May 27,2022

e

Inclusive Shield EST
Prince Mohammad Bin Fahad Road Po Box 73414 Dammam Saudi Arabia

Product Name Provision Pro

Product Type Thin Film Coating

Product Color Transparent

Manufacturer PT NANOMATRIX LAB INTERNASIONAL
Buyer/Order No. PT NANOMATRIX LAB INTERNASIONAL

Product Submitted By PT NANOMATRIX LAB INTERNASIONAL
Date of Sample Received May 09, 2022

Date of Testing May 09, 2022~May 27, 2022
Remark The information mentioned in the above section and the following

report content marks # are provided by Client.
(Exclude Sample Name, Sample Submitted By, Test Witnessed By,
Test Method, Number of test, Date of Sample Received and Date of Testing)

The laboratory tests according to the test requests and samples provided by client, and the results are as follows:
Test Request : Pencil Hardness
Test Method : Please see attached pages

Test Result : Please see attached pages

ed for and on behalf of

SGS Taiwan Ltd.

The required specification(s) offered in this test report is/are for reference only.
The conformity judgment is at the Applicant's final verdict.

T ! oble at hittp:(iwww, sgs.com tw/Terms-and-C :onditions and. for
electronic format documents, subject to Terms and Conditions for Electronic Documents at -Conditions. Attantion iz drawn to the limitation of liability,

indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained herson reflects the Company's findings at the fime of its intervention only
and within the limits of Client's instructions, if ané. The Company's scle resgons:h!hty is to its Client and this document does not exonerate parties t0 a transaction from exercising all their rights
and obligations under the transaction documents. This document cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized altaration, forgery or

This document is issued by the Company subject to its General Conditions of Service printed overieai, avajlable on reguest or accs:

falsification of the content or appearance of this document is unlawful and offenders may be prosecuted o the fullest extent of the law, Unless otherwise stated the results shown in this test report L
refer only to the sample(s) lesled. A B / if i e B o g
o O ]
SBS Teiwan Lid No.B1, Kai Fa Rd., Nanzih District, Kaohsiung City B11637, Taiwan /81 1637%5&$*¢}*¥E5€%%61%
& MM B A A d] | t[B867) 301-2121 f (BBA-7) 301-1165 WWW.S0S.E0M.IW
Member of 865 Group daisv-tw huane
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S103-2

Material and Engineering Laboratory-Kaochsiung

Test Report 0 0 OOl
Report No. » KV-22-03593

Page No. P2 OF 3
Date of Report : May 27,2022
Test Equipment :

Name Brand Model

Motorized Pencil Hardness Tester Prema P-247

Lab Environmental Conditions :
Ambient Temperature - (23 +2 ) °C
Relative humidity @ (50 +10) %

Test Method -
Refer to ASTM D3363-20 Standard Test Method for Film Hardness by Pencil Test

Test Conditioning :
Test Loads : 1000 g

Test Result :
Test Item TEST Result
Provision Pro
Pencil hardness
Scratch B
Gouge 9H

Note : 1.The testing specimens are made and provided by client.

2.Test location is the same as the laboratory address.

The required specification(s) offered in this test report is/are for reference only.
The conformity judgment is at the Applicant's final verdict.

This document is issued by the Company subject to its General Conditions of Service printed overleaf, ava;lable on request or accessible at hitp:fiwww.sgs.c T -and- _(;DI']QlﬁD_flg_ and, for
electronic formal documents, subject fo Terms and Conditions for Eleclronic Documents at ditions i tY
indemnification and jurisdiction issues defined therein. Any helder of this document is advised that in orrr.aizun oonla]nac fiereon reflects the Company's findings ai the time of its mlewenhon or

and within the limits of Client's instructions, if any. The Company’s sole rEsEOnSIbIII ty is to its Client and this document does not exonerate artles to & transaction from exercising all their rlghts
and obligations under the transaction documents. This document cannot be reproduced except in full, without prior written ap?roudl of the Company. Any unauthorized alteration, forgery or
falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Unless otherwise stated the resulls shcwn in this test report
refer only to the sample(s) tested

2467739
n L. | NoB1, Kai Fa Ril., Nangh Distric, Kaohsiung City 811637, Taiwan /81 1637%3&'1'5%*&[5@%3&61%
2 ‘“fl-:& R {?}T P}M, & | ti8867) 3012121 f (BBE-7) 301-1165 WWW_S5.COM. W
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S103-3

Material and Engineering Laboratory-Kaohsiung

Test Report (A 0
Report No. t KV-22-03593

Page No. | OF
Date of Report : May 27,2022

e

Inclusive Shield EST
Prince Mohammad Bin Fahad Road Po Box 73414 Dammam Saudi Arabia

Product Name Provision Pro

Product Type Thin Film Coating

Product Color Transparent

Manufacturer PT NANOMATRIX LAB INTERNASIONAL
Buyer/Order No. PT NANOMATRIX LAB INTERNASIONAL

Product Submitted By PT NANOMATRIX LAB INTERNASIONAL
Date of Sample Received May 09, 2022

Date of Testing May 09, 2022~May 27, 2022
Remark The information mentioned in the above section and the following

report content marks # are provided by Client.
(Exclude Sample Name, Sample Submitted By, Test Witnessed By,
Test Method, Number of test, Date of Sample Received and Date of Testing)

The laboratory tests according to the test requests and samples provided by client, and the results are as follows:
Test Request : Pencil Hardness
Test Method : Please see attached pages

Test Result : Please see attached pages

ed for and on behalf of

SGS Taiwan Ltd.

The required specification(s) offered in this test report is/are for reference only.
The conformity judgment is at the Applicant's final verdict.

T ! oble at hittp:(iwww, sgs.com tw/Terms-and-C :onditions and. for
electronic format documents, subject to Terms and Conditions for Electronic Documents at -Conditions. Attantion iz drawn to the limitation of liability,

indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained herson reflects the Company's findings at the fime of its intervention only
and within the limits of Client's instructions, if ané. The Company's scle resgons:h!hty is to its Client and this document does not exonerate parties t0 a transaction from exercising all their rights
and obligations under the transaction documents. This document cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized altaration, forgery or

This document is issued by the Company subject to its General Conditions of Service printed overieai, avajlable on reguest or accs:

falsification of the content or appearance of this document is unlawful and offenders may be prosecuted o the fullest extent of the law, Unless otherwise stated the results shown in this test report L
refer only to the sample(s) lesled. A B / if i e B o g
o O ]
SBS Teiwan Lid No.B1, Kai Fa Rd., Nanzih District, Kaohsiung City B11637, Taiwan /81 1637%5&$*¢}*¥E5€%%61%
& MM B A A d] | t[B867) 301-2121 f (BBA-7) 301-1165 WWW.S0S.E0M.IW
Member of 865 Group daisv-tw huane
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SI05-1

Material and Engineering Laboratory-Kaohsiung

Test Report U O A
Report No.  : KV-22-03592

Page No. | OF 3
Date of Report : May 27,2022

Inclusive Shield EST
Prince Mohammad Bin Fahad Road Po Box 73414 Dammam Saudi Arabia

Product Name Provision Diamond

Product Type Thin Film Coating

Product Color Transparent

Manufacturer PT NANOMATRIX LAB INTERNASIONAL
Buyer/Order No. PT NANOMATRIX LAB INTERNASIONAL

Product Submitted By PT NANOMATRIX LAB INTERNASIONAL
Date of Sample Received May 09, 2022

Date of Testing May 09, 2022~May 27, 2022
Remark The information mentioned in the above section and the following

report content marks # are provided by Client.
(Exclude Sample Name, Sample Submitted By, Test Witnessed By.
Test Method, Number of test, Date of Sample Received and Date of Testing)

The laboratory tests according to the test requests and samples provided by client, and the results are as follows:
Test Request : Pencil Hardness
Test Method : Please see attached pages

Test Result : Please see attached pages

ed for and on behalf of

SGS Taiwan Ltd.

The required specification(s) offered in this test report is/are for reference only.
The conformity judgment is at the Applicant's final verdict. y

This document |s issued by the Company subject to its General Conditions of Service printed overleaf, available on request or acr/ ible at hitpal ,,agg.{gg?.manﬂs‘znd-c:nndi:innq and, for
electronic format documents, subject to Terms and Conditions for Electronic Documenits at hittp./fwww.sgs.com.iw/Terms-gnd-Conditions. Attention s drawn to the limitafion of lability,
indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company’s findings at the time of lts intervention only
and within the limits of Client's instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights
and obligations under the transaction documents. This document cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or

2007

falsification of the content or appearance of this decument is unlawiul and offenders may be prosecuted to the fullest extent of the law. Unless otherwise stated the results shown in this te;?repnr:
refer only to the sample(s) tested. " CALTT AL
SES Taiwen Ltd. | No§1, Kai Fa Rd,, Nanzih District, Kaohsiung City 811637, Taiwan /811637 B HE T L A 2 126155
GM IS A R 8 | t(886-7) 3012121 f [BBE-7) 301-1165 WWW.5S.Com.tw
Member of 565 Group daisy-tw huang
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S105-2

Material and Engineering Laboratory-Kaohsiung

Test Report )T A0
Report No.  KV-22-03592

Page No. t 2 OF 3
Date of Report : May 27,2022
Test Equipment :

Name Brand Model

Motorized Pencil Hardness Tester Prema P-247

Lab Environmental Conditions *
Ambient Temperature - (23+£2)°C
Relative humidity : (50£10) %

Test Method
Refer to ASTM D3363-20 Standard Test Method for Film Hardness by Pencil Test

Test Conditioning :
Test Loads + 1000 g

Test Result :

Test Result

Test Item S :
Provision Diamond

Pencil hardness
Scratch B
Gouge 9H
Note ¢ 1.The testing specimens are made and provided by client.

2.Test location is the same as the laboratory address.

The required specification(s) offered in this test report is/are for reference only.
The conformity judgment is at the Applicant's final verdict.

This document is issued by the Company subject to its General Conditions of Service printed overleal, available on reguest or accessible at hitp: 5, & it and, for
electronic format documents, subject to Terms and Conditions for Electronic Documents at Mmmm&wnmnmhns Attentlon is dfawr to the Ium:talnnr of Ildblillz,'
indemnification and |unsd|c:t|0n issues defined therein. Any holder of this document is advised thal information conlained hereon reflects the Company's findings at the time of iis intervention only

and within the limits of Clignt's instructions, if any. The Company's sole responsibility is to its Client and this document does not exonerate parties 10 a transaction from exercising all their rlg"'ts
and obligations under the transaction documents. This document cannot be reproduced except in full, without prior written approval of the Company. Any unaulhorized slteration, forgery or
falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Uinless otherwise stated the results shown in this tes: erort
refer only to the sample(s) tested. e

865 Teiwen Lud. | No.G1, Kai Fa Ad., Nanzh District, Kaohsiony Ci \(HI]‘.JiJ Taiwan /811637 5 b T e #E EE B 5&?"‘51%&
& 18 At By A PR3] | t(BBB-7) 301-2121 f (BBE-7) 301-1165 WWW.5{S.COMm. tW
Member of 368 Group
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S105-3

Material and Engineering Laboratory-Kaohsiung

Test Report OO R
Report No. - KV-22-03592

Page No. 3 OF 3
Date of Report : May 27,2022

Sample Photo :

Sample Photo After Test

The required specification(s) offered in this test report is/are for reference only.
The conformity judgment is at the Applicant's final verdict.

This document is issued by the Compan?t subject to its General Conditions of Service printed overleaf, available on request or ac Inte at http:liwww sgs com twiTerms-and-Conditions and, for
electronic format documents, subject fo Terms and Conditions for Elecironic Documents at ; ® itions. Affenfion is drawn to the limitation of liability,
indemnification and furisdiction issues defined therein. Any holder of this document is advised that information contained herean refiects the Company’s findings at the time of its intervention ori
and within the limits of Client’s instructions, if any. The Company's sole responsibility is to its Client and this document does not exonerale Eaﬂies to a transaction from exercising all their rights
and obligations under the tranzaction documents. This document cannot be reproduced except In full, without prior written approval of the Company. Any unauthorized alteration, forgery or
falsification of the content or appearance of this document is unfawful and offenders may be prosecuted to the fullest extent of the

Unless otherwise stated the results shown in this test report g
refer only to the sample(s) tested WO R AET 727 g
IWU 40 /[ 13 ]
SGS Taiwan Lid. | No&1, Kai Fa Rd., Nanzin Distict, Kaohsiung City 811637, Taiwan /811637 B Mt B RA 32 ER6 157
EBE ARG AR 3] | 1(8867) 3012121 f (886-7) 301-1165 WIWW.05.com. 1w
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SIBC-1

Material and Engineering Laboratory-Kaohsiung

Test Report O 0 O A
Report No.  : KV-22-03591

Page No. | OF 3
Date of Report : May 27,2022

Inclusive Shield EST
Prince Mohammad Bin Fahad Road Po Box 73414 Dammam Saudi Arabia

Product Name Provision Basecoat

Product Type Thin Film Coating

Product Color Transparent

Manufacturer PT NANOMATRIX LAB INTERNASIONAL
Buyer/Order No. PT NANOMATRIX LAB INTERNASIONAL

Product Submitted By PT NANOMATRIX LAB INTERNASIONAL
Date of Sample Received May 09, 2022

Date of Testing May 09, 2022~May 27, 2022
Remark The information mentioned in the above section and the following

report content marks # are provided by Client.
(Exclude Sample Name, Sample Submitted By, Test Witnessed By,

The laboratory tests according to the test requests and samples provided by client, and the results are as follows:
Test Request : Pencil Hardness
Test Method @ Please see attached pages

Test Result : Please see attached pages

L ™ ——
3 : 4 : 5 j g 3 or f
The required specification(s) offered in this test report is/are for reference only. gtk st ol

The conformity judgment is at the Applicant's final verdict. ] SGS Taiwan Ltd.
/
This document s issued by the Company subject to its General Conditions of Service printed overleaf, on request ol ble at hitp:fwww.sgs.com.twiTerms-and-Conditions and, for
electronic format documents, subject fo Terms and Conditions for Electronic Documents at I s.:am.haﬂa&ﬁa:and—ﬂcm.‘lums. ttention is drawn to the limitation of liabiiit

indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon refiects the Company's findings at the time of its intervention on‘rﬂ'
and within the limits of Client’s instructions, if any. The Company's sole responsibility is to its Client and this document does nol exonerate parties 10 & transaction from exercising all their rights
and obligations under the transaction documents. This document cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized alteration, forgary or

falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Unless otherwise stated the resulis shown in this test report oy
refer only to the sampla(s) testad, CAicTT7an =
o 5K e o
SES Talwan Lud. | NoB1, Ksi Fa Rd., Nanzih District, Kaohsiung City 811837, Taiwan /811637 S tH it =R 23 2E6 15
& M A B A MR 4 A PR 3] | t{886-7) 301-2121 f (BBE-7) 301-1168 WWW.505.Com.TwW
Maember of G5 Group da.isv-tw h“ang-
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SIBC-2

Material and Engineering Laboratory-Kaohsiung

Test Report O 0 RO
Report No. + KV-22-03591
Page No. : 2 OF 3
Date of Report : May 27.2022
Test Equipment :

Name Brand Model

Motorized Pencil Hardness Tester Prema P-247

Lab Environmental Conditions :
Ambient Temperature : (23 +2)°C
Relative humidity : (50+10) %

Test Method :
Refer to ASTM D3363-20 Standard Test Method for Film Hardness by Pencil Test

Test Conditioning :
Test Loads : 1000 g

Test Result -

Test Result

Test Item .
Provision Basecoat

Pencil hardness
Scratch HB
Gouge 9H
Note : 1.The testing specimens are made and provided by client.

2.Test location is the same as the laboratory address.

The required specification(s) offered in this test report is/are for reference only.
The conformity judgment is at the Applicant's final verdict.

This decument |s issued by the Company subject o its General Conditlons of Service printed overleal, available on request or accessible at hitpu/iwww.sgs.com.twiTerms-angd-Conditions and, for
slectronic format documents, subject to Terms and Conditions for Electronic Documents at lwwew. sgz.com.iw/Tems-and-Conditions. Attention is drawn (o the limitation of |iability,
indemnification and jurisdiction issues defined therain, Any holder of this documeant is advised that informatlon containad hereon reflects the Company's findings al the time of its intervention only
and within the fimits of Client's instructions, if any. The Company's sole responsibility & (o its Client and this document does not exonerate parties to a transaction from exercising all their rights
and obligaticns under the transaction documents, This documenl cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or

falsification of the content or appearance of this document is unlawiul and offenders may be proszcuted to the fullest extent of the law. Unless otherwisa staled the results shown in this test report =
refar only to the sample(s) tested. - ~T T A A g
iy N o B | ™~
SGS Toiwan Ltd. | NoB1, Kal Fa Rd., Nanih Distict, Keohsiung Cy 811637, Taiwan (811637 B ME AR E BE 22 PR 61 5
&Mzt A a5 | t(8867) 3012121 1 (886-7) 301-1165 WWW.SgS.C0M.1W
Member of 385 Group dais}'-[w humg
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SIBC-3

Material and Engineering Laboratory-Kaohsiung
Test Report 0000 OO
Report No. T KV-22-03591
Page No. 3 OF 3
Date of Report : May 27,2022

Sample Photo :

After Test

The required specification(s) offered in this test report is/are for reference only.
The conformity judgment is at the Applicant's final verdict.

This document is issued by the Company subject to its General Conditions of Service printed overleaf, avallable on raquest or accessible al hitp:/'www sgs.com.iwiTerms-and-Conditions and, for
electronic format documents, subject to Terms and Conditions for Electronic Documents at hitpufwww.sgs comiwTerms-and-Conditions. Attention is drawn to the limitation of liability,
indemnification and |urisdiction issues defined therein, Any holder of this decument is advised that information contained herecn reflacts the Company's findings at the time of its intervention only
and within the limits of Cilent’s instructions, if any. The Company’s sole responsibility is to its Client and this decument does not exonerate parties 19 a transaction from exercising all their rights

and obligations under the transaction documenis. This document cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or
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Attn.There are people who say that they
have 1T0H Hardness please notice that the
certificates if have any are manipulated.

as there are no harness pencils to test this.

Huang, Belinda (Kaohsiung City)

to Chris, Alice-ME, Tommy, Max, Maxine, me -

Hi Wim,

We don’t have a 10H pencil so that is unable to test.
Thanks for your email

Best Regards,

Belinda HUANGHTRE

Industries and Environment

Industrial

Material & Engineering Lab. Polymer Lab.-Kaohsiung
Supervisor-Marketing

SGS Taiwan Ltd.

61, Kai Fa Road, Kaohsiung Nanzih Techology Industrial park,
Kaohsiung 81170, Taiwan (R.0.C.)
BHETSMTORFEEREEREMEE1R

Phone :+886 7 301 2121 Ext, 1407
Fax: +886 7 301 1197

Mobile :+886 976037840

E-mail : Belinda.Huang{@sgs.com
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Dealer

Pemimpin di Durabilitas

Informasi Penting

Bahwa Nano Ceramic® ter-
buat dari bahan dasar silika
murni yang merupakan ele-
men paling umum di bumi
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